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Customer: HENAN MINGTAI AL.INSUSTRIAL CO., LTD. 

Address: HUIGUO TOWN, GONGYI CITY,HENAN PROVINCE,CHINA 

Report on the submitted sample said to be 

Sample name: Aluminum foil 

Model: / 

Item/Lot No.: / 

Material: Aluminum 

Buyer: / 

Supplier: HENAN MINGTAI AL.INSUSTRIAL CO., LTD. 

Manufacturer: HENAN MINGTAI AL.INSUSTRIAL CO., LTD. 

Sample received date: Nov. 29, 2010 

Testing period: From Nov. 29, 2010 to Sep. Dec. 03, 2010    

 

Testing Requested 

FDA food Contact Article test: in accordance with: 21 CFR 175.300 

 

Testing method:  

Ref: 21 CFR 175.300 

 

Results:  
Please refer to next page(s). 

 

 

 

 

******FOR FURTHER DETAILS, PLEASE REFER TO THE FOLLOWING PAGE(S)****** 

 

 

 

 
 

Written by                                                                    Approved by 

(Reporter)                                                                    (Lab manager)   

 

Inspected by 

(Technical manager)  
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Test Results: 
 

 

 

 

 

 

 
 

 
Specimen Description: 
A: Aluminum foil 

 

Note: 
- Photo is included 

 

Photograph of Sample 

 

 
Aluminum foil 

 

 

***End of Report*** 

 

Item Unit Limit (once) Limit (repeat) A Conclusion 

Total extractable fraction in 

D.I. water  

mg/cm2 0.775 2.79 0.092 Pass 

Total extractable fraction in  

8% ethanol 

mg/cm2 0.775 2.79 0.073 Pass 

Total extractable fraction in  

n- heptane 

mg/cm2 0.775 2.79 0.015 Pass 


