Anyang Huatuo Metalurgy Co., Ltd. u

rosilica

Model No. Si Fe
2
Si-2202 99.5 0.2
Si-3303 993 03
Si-411 99.0 0.4
Si-421 99.0 0.4
Si-441 99.0 04
Si-521 99.0 0.5
Si-353 985 0.5
o | o
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Analysis Object (%)
Model . - .
CaO+ K20+ Moistu
. 02 q - Activity .
No. Si02 Al203 FelO3 MgO Na20 re L.O.I. Activity Index
= -1 2

92¢# 92.0 1.5 2.0 2.0 2.0 2.0 2.5

90# 90.0 1.5 2.0 2.0 2.0 2.0 2.5
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Address: Industrial Park of Dong ZhangWu, Anyang City, Henan Province, China
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