Qinhuangdao Aolaide Aluminum Industry Technology Co., Ltd.

Aluminum Titanium carbon and Aluminum Titanium Boron
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Aluminum Titanium Carbon

Composition(%)

Alloy

Ti C Fe Si Vv impurities | Balance Form
AITi5C0.2  AITiC5/0.2 4.5-5.5 0.15-0.25 | 0.20 | 0.30 | 0.10 0.10 Al Coil, rod, piglet
AITi5C0.3  AITiC5/0.3 4.5-5.5 0.25-0.35 | 0.20 | 0.20 | 0.05 0.10 Al Coil, rod, piglet
AlTi6C0.45 AITiC6/0.45 | 5.5-6.5 | 0.40-0.50 | 0.20 | 0.30 | 0.10 0.10 Al Coil, rod, piglet
AlITi3C0.15 AITiC3/0.15 | 2.6-3.4 | 0.08-0.22 | 0.20 | 0.30 | 0.10 0.10 Al Coil, rod, piglet

Aluminum Titanium Boron
Composition (%)
Alloy

Ti B Fe Si Vv impurities | Balance Form
AlITi5B1 AITiB5/1 | 4.5-5.5 0.9-1.1 0.30 | 0.20 | 0.20 0.10 Al Coil, rod, piglet
AlTi3B1 AlTiB3/1 | 2.8-3.4 0.9-1.1 0.30 | 0.20 | 0.10 0.10 Al Coil, rod, piglet
AlTi5B0.2  AITiB5/0.2 | 4.5-5.5 | 0.15-0.25 | 0.20 | 0.30 | 0.25 0.10 Al Coil, rod, piglet
AITi5B0.6  AITiB5/0.6 | 4.5-5.5 0.5-0.7 0.30 | 0.20 | 0.20 0.10 Al Coil, rod, piglet
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Qinhuangdao Aolaide Aluminum Industry Technology Co., Ltd.

Aluminum Strontium alloy

Composition (%)
Alloy Form
Sr Fe Ca Si Ba Impurities Balance
AISr5 4.5-5.5 0.30 0.05 0.20 0.05 0.10 Al Rod, piglet, Ingot
AlISr10 9-11 0.30 0.03 0.20 0.10 0.10 Al Rod, piglet, Ingot
AlISr15 14-16 0.30 0.05 0.20 0.10 0.10 Al Rod, piglet, Ingot
AlISr20 18-22 0.30 0.05 0.20 0.10 0.15 Al Rod, piglet, Ingot

Aluminum Silicon Alloy

Composition (%)
Alloy Form
Si Fe Ti Cu Mn Cr Ni Impurities | Balance
AlSi12 | 11.5-13.0 | 0.35 | 0.10 | 0.20 | 0.10 - - 0.15 Al Ingot
AlSi20 | 18.0-22.0 | 0.45 | 0.10 | 0.10 | 0.10 | 0.10 | 0.10 0.15 Al Ingot
AlSi24 | 22.0-26.0 | 0.45 | 0.10 | 0.20 | 0.35 | 0.10 | 0.20 0.15 Al Ingot
AISi30 | 28.0-32.0 | 0.30 | 0.05 - - - - 0.15 Al Ingot
AISi50 | 47.0-53.0 | 0.30 | 0.05 - - - - 0.15 Al Ingot
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Qinhuangdao Aolaide Aluminum Industry Technology Co., Ltd.

Aluminum Boron Master Alloy

~ i
rE’bhh’,A'.

| LS

Composition (%)
Alloy
Si Fe Cu Ti B Impurities Form

AlB1 0.2 0.3 0.1 - 0.50-1.5 0.15 Waffle Ingot
AIB3 0.2 0.35 0.1 - 2.5-35 0.1 Waffle Ingot
AlB4 0.2 0.25 - 0.03 | 3.54.5 0.1 Waffle Ingot
AIB5 0.2 0.3 - 0.05 | 4555 0.1 Waffle Ingot
AlB8 0.25 0.3 - 0.05 | 7.5-9.0 0.1 Waffle Ingot

Aluminum Titanium Alloy

Composition (%)
Alloy Form
Ti Fe Si Cu Mn Ni Impurities

AITi3 2.5-3.5 0.35 | 0.30 - - - 0.15 Waffle, ingot

AITi5 4.4-55 0.45 | 0.50 0.15 0.35 0.10 0.10 Waffle, ingot
AITi10 9.0-11.0 0.35 | 0.30 - - - 0.10 Waffle ,ingot
AITi10A 9.0-11.0 0.20 | 0.20 - - 0.05 0.10 Waffle ,ingot
AlTi12 11.0-13.0 0.30 | 0.30 - - 0.10 0.15 Waffle, ingot
AlTi15 14.0-16.0 0.30 | 0.30 - - 0.15 0.15 Waffle, ingot
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Qinhuangdao Aolaide Aluminum Industry Technology Co., Ltd.

Alloying Additives

Cr ADDITWE

Product Percentage of element Specifications

Titanium additive Ti up to 75,80%

1.0ther compositions make up of ALand fluxes
2.Cylinder, 250g,500g/tablet

[Manganese additive |Mn up to 75,80%

Iron additive Fe up to 75,80% 3.20 kg/packaging
4.Other weight and packaging can be made to customers’ demand.

Chromium additive  |Cr up to 75,80%
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Qinhuangdao Aolaide Aluminum Industry Technology Co., Ltd.

Potassium Aluminium Fluoride P.A.F

PAF Composition
Shape Composition(%)
K Al F Si02 Pb H20 SO4 Fe cl
Lumpy/Powder
20-35 | 16-25 | 40-50 0.2 0.005 1.5 0.05 0.01 0.05

Size and package will be based on customers’ requirement
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