'sj MICHIGAN
ii" . seamliess tube

TEST REPORT

&\ i SHIFPMENT
R’“_EP» C) 2057 HICHIGAM SEAMLERE TUBE SOUTH LYOH, BRICHIGAN 48178 841
3 Mm DATE OFC | Com DIWI [NET SLS| GR SLS | ACCOUNT NUMBER us PAGE
_%40295 PMCOGOGRRTY LGS 09 RL) GO ¥ L4 10| 05236000000 iPW 1
2 DON-MNAN MACHINE & MFG DIV OF S MIDLAND MACHINE & MFG SN 2
L DON-HNAN PUMP & SUPPLY CO INC L 3427 EAST HICGHWAY 1G& TR 3
A P O BOX 11367 5 INV 3
o} MIDLAND T USA 79702 0 MHIDLAND TE 79706
ROUTING
OPIEN TOP/FULLY TARFPED/FOB S50UTH LYOHN MI PPD TRUCK
ANALYSIS SHAPE PRODUCT FC ANNEAL REQUESTED
4130 ROUND COLD DRAWN QUENCH & TEMPER| 12/11/09
SPECIFICATION CMST DESCRIPTION PROMISE
SEAMLESS ASTHM/A 513 06 ALLOY Q&T RETURN 12711709
SPECIAL INSTRUCTIONS
OIL_ HEAT TREAT TO HRC- 22 MA¥Y TO N-80 PROPERTIES. 2-WAY
U-T @ 12.5%. **RETURN TO HST FOR TEST & TEMPER BY 12-4-09=%%
MO-402%6, PROM 11-20-09.
ITEM QUANTITY 0. 1.. WALL LENGTH WT/FT WEIGHT
3.580 . 740 22.45 10:34:46
AV i2/09/,09
ITM BALE --BALE:-- ITH PART
¥ NUM FPCS5 FTG HEAT NO. LENGTH STATUS NUMBER
» i 1. 15 218 00OAO85BEO RAND iy Rae] e COM
1 2 1 15 228 00A086130 RAND e Vi COH
HEAT NO. c Mn P s Si Ni Cr Mo Cu =l REMARKS
00A085860 .320| .520f .00& .001] .290| .090| 1.020( .170| .250| .027| EF s5DI
| 00A086130| .310| .520; .007) .002 .300/ .170/1.030/ .170( .230f .028 EF 5DI
HEAT NO. ULT. STR. PSI YIELD, PSI SELONG HARDNESS HYDRO TEST PSI ULTRASONIC % | EDDY CURRENT EXPANSION
100A085860] 108,196 33,252 37.5 HREC 16-19 12.5 HMAX 0K
" 00A086130] 106,000 88,785 37.5| HRC 16-17
' BEND FLATTEN FLARE REV. FLATTEN FLANGE
| A
; A AL
g S 14 7 S We hereby certify that the reported data are
i PO, ‘EKD.C,Z ¥ S ;_ correct according to Michigan Seamless Tube
‘ i @ f tests and those of its suppliers. S R

T



